
FILS POUR MIG GMAW

CERTIFICATS
FICHES

TECHNIQUES

G6 EN 440-G42 4M G3Si1 
AWS A5.18 ER70S-6

ABS-RINA-LRS-DNV-GL-
BV-TUV-DB (Ü)

SPP108

G9 EN 440-G46 4M G4Si1 
AWS A5.18 ER70S-6

ABS-LRS-DNV-GL-BV-
TÜV-DB (Ü)

SPP110

GH2 EN 412534-Z 
AWS A5.28 ER80S-G

// SPP111

GMo EN ISO 14341.A G42 A M21 2Mo 
AWS A5.28 ER70S-A1

// SPP114

G9Mo EN ISO 14341-A G50 4 M21 4Mo 
AWS A5.28 ER80S-D2

// SPP177i

GTH EN 12534-G62 4M Mn3NicRmO 
AWS A5.28 ER100S-G

TÜV-DB (Ü) SPP112

GTA EN 12534-G69 4M Mn3NiCrMo 
AWS A5.28 ER110S-G

TÜV SPP318

GT2 EN ISO 16834-A-G89 4M21 Mn4Ni2CrMo 
AWS A5.28 ER120S-G

// SPP417

G3Ni1 EN ISO 14341-A G50 4 M21 3Ni1 
AWS A5.28 ER80S-Ni1

// SPP173i

G6Ni1Ti EN ISO 14341-AZ 
AWS A5.28EG

// SPP174i

http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP108REV.12.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP174REV.00i.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP173REV.00i.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP417REV.00.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP318REV.11.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP112REV.11.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP177REV.00i.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP114REV.08.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP111REV.13.pdf
http://www.pittarc.pittini.it/wp-content/uploads/sites/3/2016/01/SPP110REV.11.pdf

